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Company Name
shown on Report

Hoo Hb
Address

SHENZHEN CITY DAXING ADHESIVES CO LTD.

BRYITH 2 XY HATE R R LA X SR B T35 ] 5 CHk
SALCOMP AVENUE, BAO'AN DISTRICT, STREET NEWBRIDGE FURONG

INDUSTRIAL ZONE OF SHENZHEN CITY PLANT NO. 73, BUILDING C

PATF R 0 B A5 B e R SR LR IA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant
ERELR S
Sample Name
ERLEtes
Model No.
VAL
Supplier

e e 09

Sample Received Date
B A H 1
Testing Period

RER

Test Requested

TR /AT TR

Test Method/Test Result(s)

www.cti-cert.com

AT B KSR

adhesive sticker. residue glue. Slag binding agent
K510

K510

KM TAHRAT

DAEHEUNG CHEMICAL CO.LTD

2024.08.24

Aug. 24,2024

2024.08.24-2024.08.31

Aug. 24,2024 to Aug. 31,2024

RYEZE S ER, S FTHESCRE A I H (Pb), 4 (Cd), SR (Hg), 7 (Cr(VD)), 2
IR (PBBs), ¥R Kk (PBDEs), 47K —FIERMNE (DBP, BBP, DEHP, DIBP)BEATll
s

As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent

Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl

Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

I I
Please refer to the following page(s).

Inspection & T

H

Date 2024.08.31

G %
FARZ I Technical Manager No. R393388975
7N J7ZRAB RN 5 22 DR 22 B T8 2R 4 X A ks ) DR
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ﬁﬁ)—lﬂﬁfﬁ Test Method
- NN MRAS
SR A7 WA
Measured
Test Item(s) Test Method Equipment(s)
Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
= IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7R IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
R IEC 62321-7-2:2017A1/IEC 62321-5:2013WK| v vig1cP.OES
Hexavalent Chromium (Cr(VI)) RO E

TIEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

ZIRIR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)

% IR Rk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)

ARoR RN IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
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6 25 5 Test Result(s)

N £ Result

YR H Tested Item(s) “%001"5“ 77 A HE PR MDL
Y Lead (Pb) N.D. 2 mg/kg

%% Cadmium (Cd) N.D. 2 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg
751 8% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg

SR 4 Result

WIERIE H Tested Item(s) %%1)01 “ J7iAe R MDL
EALNESS Polybrominated Biphenyls (PBBs)

— R IR Monobromobiphenyl N.D. 5 mg/kg

T VREXZE Dibromobiphenyl N.D. 5 mg/kg

= IRIEZK Tribromobiphenyl N.D. 5 mg/kg
VUYREKA Tetrabromobiphenyl N.D. 5 mg/kg
FIRBER Pentabromobiphenyl N.D. 5 mg/kg
INTREXIR Hexabromobiphenyl N.D. 5 mg/kg
IREEZK Heptabromobiphenyl N.D. 5 mg/kg
JUIREKZE Octabromobiphenyl N.D. 5 mg/kg
FLIREEZE Nonabromobiphenyl N.D. 5 mg/kg
+IREE K Decabromobiphenyl N.D. 5 mg/kg

_— £E R Result

JRIA E Tested Item(s) u%i)mesu FHiERH R MDL
Z IR X Polybrominated Diphenyl Ethers (PBDEs)

— R IRk Monobromodiphenyl ether N.D. 5 mg/kg
R KT Dibromodiphenyl ether N.D. 5 mg/kg

— ¥R 2K Tribromodiphenyl ether N.D. 5 mg/kg
VUYR — 2K Tetrabromodiphenyl ether N.D. 5 mg/kg
TR IRk Pentabromodiphenyl ether N.D. 5 mg/kg

75N ¥R T 2Kk Hexabromodiphenyl ether N.D. 5 mg/kg
‘¥R 2K Heptabromodiphenyl ether N.D. 5 mg/kg
JUIR 2K Octabromodiphenyl ether N.D. 5 mg/kg
JUIR IR Tk Nonabromodiphenyl ether N.D. 5 mg/kg
VR Tk Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com
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ﬁ{ﬂﬂ?ﬁ % Test Result(s)

PRI E Tested Item(s) ?:'f%o;llesult TR H R MDL
4B % — B TE Phthalates (DBP, BBP, DEHP, DIBP)

AF2K — H i ] i Dibutyl phthalate N.D. 50 mg/kg
(DBP)

CAS#:84-74-2

SRR HER T L JE NS Butyl benzyl N.D. 50 mg/kg
phthalate (BBP)

CAS#:85-68-7

AR ZHR — (2-£.%5) O Di- N.D. 50 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

AR HIR — 7T B8 Diisobutyl phthalate N.D. 50 mg/kg
(DIBP)
CAS#:84-69-5
P /3L 3R Sample/Part Description

F¢5  CTIFERID i3

No. CTI Sample ID Description

1 001 e B A
Light yellow liquid

#IE: TR, 8, R EHBRE.

-GS ERRN: BEAFEZS, SFEARKARMIE,
—JERE T HE R T EE 2N .
ND.=Ria CNFI5i%ke tiR)
-mg/kg =ppm=H S5+ L —
Remark: -The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-Information Statement:Different sample name with different buyer.
-The sample was tested after placing at room temperature for 72 hours.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
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ﬁﬂ)—!ﬂﬁﬁ Test Process
1. #(Pb), #(Cd), % (Cr)

Lead (Pb), Cadmium (Cd), Chromium (Cr)

FREFERTHERN INPNET il T AR A
Weigh sample and place it | Add digestion reagent — Digest the sample

in a vessel

FA AR A R
e T P R
ICP-OES B ok s g Ty Ashing/ -
i 43 H HETK E = Alkali Fusion/ Residue it
Analyzé d by (:I Make up with Acid Dissolution <: _ .
ICP-OES delonized water Filtration
W
Solution
2. 7k (Hg)
Mercury (Hg)
FCRRE f 2% 5 P IPNTY SoNs : R R
. .
Weigh Siarl:;p if;:sne(i place it —| Add digestion reagent Digest the sample
FH B /R 2 1 7
Py GREH = e Rich
H ICP‘PES B TRKEE Alkali Fusion/ Residue o
ST <:| Make up with Acid Dissolution RS
Analyzed by o X X
ICP-OES deionized water — Filtration
H
Solution
3. A& Cr (V)
Hexavalent Chromium (Cr(VI))
RERERTRERN [ »
Weigh sample and place it — I ).‘\ iH ﬁigﬁt” I — VH R A
in a vessel Add digestion reagent Digest the sample
IR U REE T pH (H A, otk
Add test solution I Ad'lo ltlng:]:l::h:o};uHﬁ;illlue | Cool and filter
MBI AR TATER 1 Uvvis A0
Adjust the pH value j p ake up w1 — -
of the solution deionized water Analyzed by UV-Vis

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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4. ZWEIK (PBBs), % —ZKRk (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

HERRTEE+ FIH HLE I AR AR
Weigh sample and place —" Extracted with — Concentrate the extract
it in a thimble organic solvent
—] Make up with — Transfer the extract into a
P
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 4R _HER"E (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEFRTEET R LRI AR B TR
Weigh sample and place — Extracted with —" Concentrate the extract
it in a thimble organic solvent
F GOMS 4 R LA S E et
(—] Make up with K—] Transfer the extract into a

Analyzed by GC-MS . ,
organic solvent volumetric flask
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Fan B A

Photo(s) of the sample(s)

N
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A2240518609101001

75 B Statement:
1 AR & A NS, B B SR s I 44 T 0 AL
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. AR AT LIRS MIE B AR B A EE R A, W N RS T, CTIR SR s
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AR A R S5 R SZ IR A7 T
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BRAES A VM, RS HRILAC-G8:09/2019 / CNAS-GLO15:2022 1 F ] B4 52 (w=0) — JGH 8 MR EA T 77 &M 1 55
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GLO015:2022;
5. RACTIB MR, AMIFEDTZHIAMR L
Without written approval of CT]I, this report can’t be reproduced except in full;
6. WA G SCA B SN R A ER, Blh O,
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

***j:]i%:glﬂj:;ﬁ***

*** End of report ***
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M‘J‘%Appendix

g}:’ SHAS B Client Reference Information
DX-510. DX-511 . DX-522. DX-500. SR-9000. SR-9100

BPSEE R (JEMRAFEM) Client Reference Photo (Non-tested sample)

ﬁ%Statement:
1 MR AA BRHIEE TR, BEE RO B T, CTURZSEH Btk

The Appendix Information was/were provided by the applicant who should be responsible for the authenticity
which CTI hasn't verified.

2. PR A 28 N A2240518609101001EFR 75 R FR 78 o
The Appendix Information is/are the supplement(s) for the Report A2240518609101001E.
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